
 

Initial Assessment, November 13, 2018 -  Photographic Log  

 Client:  City of Stamford Mold Task Force  

Site:   Springdale Elementary School  

Job Number:  S-2087 -033  

Initial Assessment ðPhotographic Log                                              

Photograph No.: 1 Date: 11/13/18  Direction Taken: ð 

Description: Room 5 ðSigns of Cracking on CMU Wall  

 

Photograph No.: 2 Date: 11/13/18  Direction Taken:  ð 

Description: Room 5 ðSigns of Moisture Intrusion, Rust on Metal Surfaces  
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 Client:  City of Stamford Mold Task Force  

Site:   Springdale Elementary School  

Job Number:  S-2087 -033  

Initial Assessment ðPhotographic Log                                              

Photograph No.: 3 Date: 11/13/18  Direction Taken: ð 

Description: Room 5 ðSigns of Moisture Intrusion, Rust on Metal Surfaces  

 

Photograph No.: 4 Date: 11/13/18  Direction Taken:  ð 

Description: Room 5 ðWater Staining on Ceiling Tile  
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Site:   Springdale Elementary School  

Job Number:  S-2087 -033  

Initial Assessment ðPhotographic Log                                              

Photograph No.: 5 Date: 11/13/18  Direction Taken: ð 

Description: Room 104A ðWater Staining on Ceiling Tile  

 

Photograph No.: 6 Date: 11/13/18  Direction Taken:  ð 

Description: Room 104A ðWater Staining on Gypsum Board Ceiling Panels  
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 Client:  City of Stamford Mold Task Force  

Site:   Springdale Elementary School  

Job Number:  S-2087 -033  

Initial Assessment ðPhotographic Log                                              

Photograph No.: 7 Date: 11/13/18  Direction Taken: ð 

Description: Room 111 ðRust on Ceiling Vent  

 

Photograph No.: 8 Date: 11/13/18  Direction Taken:  ð 

Description: Room 111 ðWater Staining on Ceiling Tile back, Fireproofing Material has fallen  
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 Client:  City of Stamford Mold Task Force  

Site:   Springdale Elementary School  

Job Number:  S-2087 -033  

Initial Assessment ðPhotographic Log                                              

Photograph No.: 9 Date: 11/13/18  Direction Taken: ð 

Description: Room 111 ðRust, Signs of Moisture Intrusion between beam and metal deck  

 

Photograph No.: 10  Date: 11/13/18  Direction Taken:  ð 

Description: Room 111 ðWater Staining on Ceiling Tile back, Fireproofing Material has fallen  
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 Client:  City of Stamford Mold Task Force  

Site:   Springdale Elementary School  

Job Number:  S-2087 -033  

Initial Assessment ðPhotographic Log                                              

Photograph No.: 11  Date: 11/13/18  Direction Taken: ð 

Description: Hall by Room 203 ðApparent Condensation Related Issues with Air Ducts  

 

Photograph No.: 12  Date: 11/13/18  Direction Taken:  ð 

Description: Hall by Room 203 ðApparent Condensation Related Issues with Air Ducts  

 


